Specification

Tuft Gauge

Pile Composition
Primary Backing
Tile Backing

Pile Height

Pile Weight

Total Weight

Total Height
Number of Tufts
Use Class

Castor Chair Test
Dimensional Stability
Sound Absorption
Thermal Resistance
Wearability

Fire Clasification
Static Loading

Tile Size

1/10 loop pile
100% PA SDN
Non Woven
Bitumen

3.5 mm

550 gr/m?
4585 gr/m?

6,5 mm
+164000/m?
Extreme / Heavy (33)
A (EN 985)
Pass (EN 986)
Ca 24 dB

ca 0,08 m2K/W
>4

Bfl-S1
Anti-Static

50 x 50 cm
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www.floronecarpettiles.com



